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Typical Analysis: Gypsoil (land plaster) 

   Calcium Sulfate Dihydrate (dry weight basis) 

Calcium……………….............22% 

Sulfur……………………………….16% 

Particle Size………………………5% on a 60 mesh 

50% thru 200 mesh 

Bulk Density……………………..65-68/ CU FTᶟ 

CaSO₄2H₂O (Purity)………….>85% 

Free Moisture………………….12%-15% 

 

Pick Up Location: ADM Southport 
1730 E. Moore St. SE 
Southport, NC 28461 
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